
Surface imfections found runnina transverse to the lona. seam of Dile can 

mill induced imperfections 

Explore the imperfectons to determine the extent of each. 
Excavated all visual imperfection, use magnetic particle or dye penetrate to verfy imperfections have been 
removed, record the depths of the most sever imperfections, notify the in-house Caltran's Inspector, QA, for 
visual comfirmation. 
Reference API Specfication 2B 5th Edition 1996, Section 7.4 

Corrective Action Taken 

Same as proposed 

Q.C. Inspector 
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